Bondar-Chgg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D83-32353.4 ( COMPLETE )

[ REFERENCE INFD: 0-360

CLIENT: BROHM MINING CORP.
PROJECT: R89-617

SURMITTED BY: J. BARRON
DATE PRINTED: 10-NOV-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
I Au Gold 7 0.002 OPT Fire Rssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 7 2 -150 72 fAssay Prep 72

Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES T0: MR. JIM BARRON
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON




Bundar-¢¥yg, Inc. . — G ical
12980 West Cedar Dr. .’ he
Lakewood, Colorado 80228 Lab Rep()l't
(303) 989-1404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

TE PRINTED: 10-NOV-89

REPORT: D89-32353.4 J (ggolECT: R89-617 PAGE 1
SAMPLE ELEMENT Au SAMPLE ELEMENT fiu
NUMBER UNITS oPT NUMBER UNITS 0PT
D2 R83-617-0-3 0.012 D2 R89-617-200-205 0.023
02 R89-617-5-10 0.002 D2 R89-617-205-210 0.006
D2 R89-617-10-15 0.003 D2 RB9-617-210-215 0.045
D2 RB9-617-15-20 0.002 D2 R83-617-215-220 0.033
D2 R89-617-20-25 €0.002 D2 R89-617-220-225 0.093
D2 RA9-617-25-30 (0.002 D2 R89-617-225-230 0.027
D2 R89I-617-30-35 0.006 D2 RB9-617-230-235 0.008
D2 RA9-617-35-40 0.004 D2 R83-617-235-240 0.004
D2 R89-617-40-45 0.006 D2 R89-617-240-245 0.030
D2 R89-617-45-50 0.007 D2 R89-617-245-250 0.002
D2 R89-617-50-55 {0.002 D2 R89-617-250-235 0.042
D2 R89-617-55-60 0.003 D2 RA9-617-255-260 0.029
D2 R89-617-60-65 0.005 D2 R89-617-260-265 0.093
D2 R89-617-65-70 0.002 D2 RB9-617-265-270 0.083
D2 R89-617-70-73 0.131% D2 R89-617-270-275 0.044
02 R89-617-75-80 0.546 D2 R89-617-275-280 0.035
D2 R89-617-80-85 0.09% D2 R89-617-280-285 0.049
D2 RA9-617-85-90 0.016 D2 R89-617-285-290 0.039
D2 R89-617-90-95 0.442 D2 R89-617-290-295 0.012
D2 R83-617-95-100 0.126 D2 RB9-617-295-300 0.143
D2 RA89-617-100-105 0.035 D2 R89-617-300-305 0.039
D2 R89-617-105-110 0.019 D2 R89-617-305-310 0.015
D2 RB3-617-110-115 0.037 D2 R89-617-310-315 0.023
D2 R89-617-115-120 0.014 D2 R89-617-315-320 0.010
D2 R89-617-120-125 0.051 D2 R89-617-320-325 0.022
D2 R89-617-125-130 0.182 D2 R89-617-325-330 0.023
D2 R89-617-130-133 0.021 D2 R89-617-330-335 0.010
D2 R89-617-135-140 0.005 D2 R89-617-335-340 0.016
D2 R89-617-140-145 0.006 D2 R89-617-340-343 0.006
D2 R89-617-145-150 (0.002 D2 R89-617-345-350 0.004
D2 R89-617-150-155 (0,002 D2 RA9-617-350-335 0.038
D2 R83-617-135-160 0.016 D2 R83-617-355-360 {0.002
D2 R83-617-160-163 0.023

D2 R89-617-165-170 0.009

D2 RB3-617-170-175 0. 00¢

D2 R89-617-175-180 0.013

D2 R89-617-180-185 0.040

D2 R89-617-185-130 0.095

D2 R89-617-190-195 0.050

D2 R89-617-135-200 0.011
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Bondar-egg, Inc.
j?&ﬂV%stCedar[h.
Lakewood, Colorado 80228
(303) 989-1404

Geochemical
Lab Report

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D49-32357.4 { COMPLETE )

I REFERENCE INFOD: 360-425

CLIENT: BROHM MINING CORP.
PROJECT: RA3-617

SUBNITTED BY: I. BARRON
DATE PRINTED: 7-NOV-89

ORDER ELEMENT

1 Bu Gold

SAMPLE TYPES

NUMBER

D DRILL CORE

NUMBER OF LOWER
ANALYSES  DETECTION LIMIT EXTRACTION METHOD
13 0.002 OPT Fire Assay
SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
2 -150 13 fssay Prep 13

REMARKST Final tesults are veported.

REPORT COPIES TO: MR. JIM EARROM

INVOICE TO: MR. JIM BARROM

MR. JIM BARRONW




Bondar- Cdegg, Inc. 3
vpgo s Cotar D, * Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
BONDAR-CLEGG |
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES....... i — i
DATE PRINTED: 7-NOV-89

REPORT: D89-32357.4 ( .,,BRGJECT:..I;&?:-GN PAGE 1

SAMPLE ELENENT  fu L

NUMBER UNITS ~ OPT

D2 R89-617-360-365 0.005

D2 R89-617-365-370 (0.002

D2 R89-617-370-375 0.003

D2 R89-617-375-380 (0.002

D2 RA9-617-380-385 0.002

D2 R83-617-385-330 0.007

D2 R89-617-390-395 0.005

D2 R89-617-395-400 0.006

D2 RB9I-617-400-405 0.004

D2 RA9-617-405-410 0.005

D2 R89-617-410~415 0.009

D2 R89-617-415-420 0.010

D2 RBY-617-420-425 0.003
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Bondar-Clegg, Iy ~'
12980 West Cédar Dr. -
Lakewood, Colorado 80228

(303) 989-1404

Geochemical
Lab Report

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32358.4 ( COMPLETE )

| | REFERENCE INFD: 425-720

CLIENT: BROHM MINING CORP.
PROJECT: R89-617

SUBNITTED BY: J. BARRON
DATE PRINTED: 13-NOV-89

NUMBER OF LOWER

ORDER ELENENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 fu Gold 59 0.002 OPT Fire Rssay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE b)) 2 ~150 59 fAssay Prep 59
Excessive Wetness 1242
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIN BARROM

INVOICE TO: MR. JIM BARRON
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Boudar-Clegg, In - ]
12980 WesnCallar Y. . Geochemical
Lakewood, Colorado 80228 - Lab Report

(303) 989-1404
BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TEST&NGﬁéR\'iC S 89

REPORT: D89-32358.4 ] [1 1] pRogeCT: Rag-617 PAGE 1/

b\ 21 :
SANPLE ELENENT  fu 5  [ELEMENT  fu :
NUMBER UNITS  OPT NUM UNITS OPT

| (:‘,’ 317N 7"‘. LA e o o
D2 R89-617-425-430 0.034 D2 R§3-617-625-630 X T
D2 RA9-617-430-435 0.008 D2 R89-617-630-635 0004
D2 RBI-617-435-440 0.003 D2 RBI-617-635-640 0.007
D2 RA9-617-440-445 0.013 D2 RA9-617-640-645 0.006
D2 R89-617-445-450 0.006 D2 RA9-617-645-650 0.022
D2 R89-617-450-455 0.004 D2 R89-617-650-655 0.012
D2 R89I-617-455-460 0.006 D2 R89-617-655-660 0.006 |
D2 RA9-617-460-465 0.038 D2 R89-617-660-665 0.007 ’
D2 RB9I-617-465-470 0.050 D2 RB9-617-665-670 0.025
D2 RA9-617-470-475 0.037 D2 R89-617-670-675 0.009 |
D2 RB9-617-475-480 0.032 D2 R89-617-675-680 0.007 -
D2 R89-617-480-485 0.015 D2 R89-617-680-685 0.008
D2 R89-617-485-490 0.030 D2 R89-617-685-690 0.006
D2 R89-617-490-495 0.017 D2 RA9-617-630-635 0.011 |
D2 RB9-617-495-500 0.012 D2 REI-617-695-700 0.005 |
D2 R89-617-500-505 0.008 D2 R8I-617-700-705 0.007 B
D2 R89-617-505-510 0.022 D2 RB9-617-705-710 0.033
D2 R89-617-510-515 0.008 D2 R89-617-710-715 0.009 |
D2 R89-617-515-520 0,060 D2 RE9-617-715-720 0.007 |
D2 R89-617-520-525 0.149 |
D2 R89-617-525-530 0.062 ]
D2 R89-617-530-535 0.061 |
D2 RB9-617-535-540 0.048
D2 R89-617-540-545 0.030
D2 RBI-617-545-550 0.018
D2 R89-617-550-555 0.015 N
D2 RB9-617-555-560 0.023 |
D2 RB9-617-560-565 0.027 |
D2 R89-617-565-570 0.071 |
D2 R89-617-570-575 0.165 |
D2 RB9-617-575-580 0,043 ’|
D2 R89-617-580-585 0.031
D2 RB9I-617-585-590 0.035
D2 RB9-617-590-595 0.017
D2 R89I-617-595-600 0,009
D2 R89-617-600-605 0.014
D2 R89-617-605-610 0.007
D2 R89-617-610-615 0.008
D2 R89-617-615-620 0.004

D2 R89-617-620-625 0.005
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Involce 5 DOIDB63, Fage |
BRI

i
MR. JIM

FL.0. BOX 44805 ; G

DEADWOGD, 5D

v ~
: 7y ) i i~ “ 18]
' il A » Cr g 1 W) b ' 3
bk ot ] o L) § 418,00
T ke |
4 et iy i £ a1 i b O § i , 00
IRt samples of Excessive belbness at P OO0 % P& 0 4 ()
LS aniin® i A » :
i i e L | i ¢ ] § i L ¥ L) § i {1
Yoo oJ- 1
LT, ] 3.4 z 'S { $ % " 2 (Y
Mirsoel laneouw Bt 1
Fy e 3 »
it 1 Catii I 4K i i 4]
Piwt  Thesaedt 1 i L Yy s ' 1 ‘A 91
CoAh Rl Wit Tl N v \ L oes e it X 43 8. 75
t s o - ] ¥ v .
Wwixeo tal b G- U w £5 58 i Lk W IO
4 { 1 It i { il
Ly I Tata i A T ST }

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED



D

| ol




Bendar-Chwgg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32360.4 ( COMPLETE )

| |— REFERENCE INFD: 720-760

CLIENT: BROHM MINING CORP.
PROJECT: R89-617

SUBMITTED BY: J. BARRON
DATE PRINTED: 3-NOV-89

NUMBER OF LOWER

ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 fu Gold 8 0.002 0PT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 8 2 -150 8 fssay Prep 8
Excessive Wetness 145

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARROM
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON
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Bondar-Cégg, Inc. . @ e .
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404 po—
BONDAR-CLEGG
WIBR
A DIVISION OF INCHCAPE INSPECTION & TESTIN E ! 11! ‘} i
REPORT: D89-32360. 4 | TECT: R89-617 “~PAGE *
SANPLE ELEWENT  Au -'—‘ r I
NUMBER UNITS 0T L__w f
N ———— w-..‘}
D2 R89-517-720-725 0.003 U S M e
D2 R89-617-725-730 0.005 SRR
D2 R89-617-730-735 0.002
D2 R89-617-735-740 0.005
D2 R89-617-740-745 0.004
D2 R89-617-745-750 0.009
D2 R89-617-750-755 0.004

D2 RA9-617-755-760 0.002
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.Contractor Coordinates Project = Hole No. AL5-617
Drill Type Casing Depth State sheet S of _S_
Hole Size Bearing Inclination, Date Started Property
Collar Elev. Final Depth Date Completed Hole Surveyed
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SUBMITTAL FORM

e any -

BﬂNDAR-CI.EGG
130 Pemberton Ave. 1A-625 Spice Island Dr. 243 Catlin St. c/o Lerch Brothers
North Vancouver B.C. Sparks, Nevada 89431 Missoula, Montana 59801 4th Ave. W. at Grant St.
V7P 2R5 (702) 359-9330 : (406) 721-4452 Hibbing, Minn. 55746
or (218) 262-5003
P.O. Box 8059 :
Blaine, WA. 98230 12980 West Cedar Dr. 37 Sherman St. 136 Industrial Road
' Lakewood, Colorado 80228 Deadwood, S.D. 57732 Whitehorse, Yukon Territory
Phone (604) 985-0681 (303) 989-1404 (605) 578-1903 Y1A 2V1

or (702) 331-1813
Fax (604) 985-1071
Telex 04-352667

Please analyze by Assay (% ore grade) @\/

Comments

(403) 667-6523

LAB. REPORT NOD Bq -32300.

6631 Wes Way
Anchorage, Ak. 99518
(907) 561-0909

Geochemical (ppm, trace level) O

No. of Sample Numbers
Type of Samples San)\p|es (Series) /f\ Elements to be Analyzed Remarks
]
DA LoL A & K< ‘? <3 Ao
/5 § - 00
/"’/’/ Prepaid O
_Total No. Samples Date Shipped / f”\\« Q Collpect O
Bondar- Clego

No. Parcels in Shipment Date Rec'd at

PLEASE CHECK .- BELOW

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless
marked below.
Return immediately O

Return collect after 60 days d
Store to January at a cost of $10/box

(You wilt then be contacted) approx. 1 cu- ) =

LD
Samples submitted by ~J %(O

Shipment number

Client project number

PULPS

Free storage until year end and then discarded uniess

marked below.

Return collect immediately

Return collect at year end

Results and Invoices To Be Sent To

Purchase order number

Printed in Canada

White - Send with Samples

Yellow - Client Copy

0
a

O Results

O Invoice
(for payment)

O Results

O Invoice
(copy)

[0 Results

O Invoice
(copy)



130 Pemberton’ Ave.
North Vancouver, B.C.
V7P 2R5 S

P.0. Box 8059

Blaine, WA. 98230

Phione (604) 985-0681
or  (702) 3311813
Fax (604) 985-1071
Telex 04-352667

Please analyze by

Comments

SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431
(702) ‘359-9330

12980 ‘West Cedar Dr. .
Lakewood, Colorado 80228
(303) 989-1404

Assay (% ore grade),

243 Catlin St.
Missoula, Montana 59801
(40&){721-4452

37 sher'man St.
Deadwood, S.D. 57732
(605) 578-1903

c/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262-5003

136 Industrial Road
.~ Whitehorse, Yukon Territory
7 Y1A 2V1
(403) 667-6523

LAB. REPORT NO.

6631 Wes Way
Anchorage, Ak. 99518
(907)-561-0909

Geochemical (ppm, trace level) [J

Type of S?mples Sg%-p?;s Samrzlse;rl\ileusr?bers Elements to be Analyzed Remarks
( N - P S
vl /N,..C/ ST L ST )7l
[ S 7 - /7 - o - /,' /-/ [/ N
( 7o 5 L 7 :
f 7/é>v 174D
. Prepaid O
Total No. Samples Date Shipped Col?ect O

No. Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

Date Rec’d at Bondar-Clegg

PLEASE CHECK .- BELOW

Free storage for 60 days and then discarded unless

marked below.

Return immediately

Return collect after 60 days
Store to January at a cost of $10/box

(You will then be contacted)

Samples submitted by

]
/

W

"V“

(approx. 1 cu. ft))

! L. A 3\

S

PULPS

Free storage until year end and then discarded unless
marked below.

c

Return collect immediately

Return collect at year end

Results and Invoices To Be Sent To

]
|/

i

.\\ /

]
0

O Results

O Invoice

Shipment number

o

L

- /
/'A\ / ]/
4‘ L ]/ 77¢C // ‘/J/Z //

(for payment)

Results

Invoice

(copy)

Client project number

Purchase order number

Results

Invoice

{copy)

Printed in Canada

- White - Send with Samples

Yeltow - Client Copy



"TITLE 13«7“

“, 8:13:35 Dao— 32358 4 '73

"CLIENT. BROHM MINING CORP.
"PROJECT R89-617
"SPECIAL VALUES™"
woIS Insufficient Sample"

" -—9 ‘No ‘Value Recorded"

" Values above the upper limit are
" Values below the lower limit are
“DETERMINATIONS"
" -. ELNAME METHO ECO UNI #SAM LOLMT UPLINMT

" @1.Au

FA

"SAMPLE PREPS™

" 4@ SAMPLE TYPE=D

" 41 P17=

59

" 42 P64=1242

" 43 P23=
"REMARKS"

1

#SAMPLES:

OPT

DRILL CORE
Assay Prep

59 REFERENCE:

shown as
shown as

Excessive Wetness

Sample Pic

" 50 Final results are reported.
11 % W o k pem————

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))"

"BEGIN "
"23580001"
"23580002"
"23580603"
"23580004"
"23580005"
"23580006"
23580007
"23580008"
"23580010"
"23580011"
"z23580012"
"23580013"
"23580014"
"235860@15"
"23580016"
"23580017"
"23580018"
123580019"
"23580020"
"23580021"
23580022
"23580023"
"236580024"
"23580025"
"235800626"
"23580027"
"23580028"
"236580029"
"23580030"
"23580031"
"23580032"
"23580033"
"23580035"
"23580036"
"235808037"
"23580038"
"23580039"
"23580040"
"23580041"
"23580042"
“2358@043”

‘_‘.ll 2 3 589@ 4 q e D [J S 1S 2..!!—

h23580045"

llTypell

HDII
IIDH
IIDII
IIDII
IIDII
IIDH
IIDH
IIDII
IIDH
|IDII
IIDH
IID‘I
IIDII
IIDII
HDII
IIDII
HDII
HDll
IIDII
HDH
IIDII
IIDII
lIDII
IIDII
HDII
CIDIl
llDlI
IIDII
IIDII
“DII
llDll
IIDII
IID'I
IIDII
HDII
IIDII
IIDII
HDII
I|D||
IIDII
||Dll

IIDI|

"Frac" "Sample ID"
"24 "RB89Y~-617-425-430
"' “RB89-617-430-435
"2" "R89-617~435-440
"2" "R89-~617-440@-445
"2" "R89-617-445-450
2" "R89-617-450-455
2" "RB89-617-455-460
2" "R89-617-460-465
"2'" "RB8Y9-617-465-470
n2" "R89-617-470-475
"2" "R89-617-475-480
"' “R89-617-488-485
“2" "RB8Y-617-485-490
""" "R89-617-49@-495
"2 "R89-617-495-500
""" "R89-~617-500-505
"2'" "R89-617-505-510
"2" "R8Y-617-510-515
""" "R89-617-515-520
"2t "RB9-617-520~-525
"2" "R89-617-525-530
"2" "R89-617-530~-535
"2" “"RB9-617-535-540
2" "R89-~617-540-545
"2" "RBY9-617-545-550
2w "R89-617-550-555
"2" "RBY9-617-555-560
"2" "R89~617-560-565
"2" "RB8Y-617-565-570
2% "RB9-617~570-575
h2" "R89-617-575-580
"2" "RB89-617-580-585
"2" "R89~-617~-585-590
""" "R89-617-5380-59%5
w2 “R89-~-617~-595-600
n2" "R89-617-600-605
wg" "R89-617-605-610
"2 "R89-617-610~615
n2" "R89-617-615~-620
"2'" "R88~-617-620-625
"2'" "R89-617-625-630

I02ll

MRBY=ELT~EBO~635 - ~

"RB89-617-635—640

kup

"

BARRON R

59 ©.002 99.999

425-720

+uplimt® :
—lolmt (ie not detected)"
COMMENTS"

Results Reported S




TEOD0WVYHH T
"23580045"
"23580046"
"23580047"
"23580048"
"23580049"
123580050 "
"23580051"
123580052
"23580053"
"23580054"
"23580055"
"23580056"
123580057 "
"23580058"
"23580060"
123580061 "
"23580062"
VEND !

RETRS
||D||
IID|I
HDH
IIDlI
IIDII
IIDI!
IIDII
HDII
IIDH
IIDII
IIDII
llDll
IIDII
IIDII
IIDIl
IIDII
IIDII

et
II2H
ll2ll
(l2|l
IIZII
II2|I
||2||
ll2||
ll2ll
|I2II
||2||
DI2|I
H2ll
II21I
Il2ll
|I2|I
”2”

TROYTOL/TOO0OWT0OOD
"RE9-617~-635~-640
"RB9~-617-640~-645
"R89-617-645-6580
"R89—-617-650~655
"R89~-617-655~-660
"R89~617-660~665
"RB8I~-617-665-670
"R89-617~670~675
"RB9~617-675-680
"RB9-617-680-685
"RB9~-617-685~690
"R82~617-690~695
"RB9-617-695~-700
"RB8Y~-617-780-705
"RE9-617-705-710
"R89-617-710-~715
"RB8~-617~715~-720

S © 9900 eSS TSSO D&

L OO

.007

.006 .
lo2o—lUS-LSO
012

.006

.007

L0257 Los-L7/0
L0089

007

.008

.006

Le11

.005

.007

_033—705 71D
L0009

L6007



P.O. Box 8059 ‘ :
Blalne! WA 2;5_0

Phone (604) '985-0681

'SUBMITTAL FORM

1A-625 Spice Island Dr.
Sparks, Nevada 89431 -
. (702) 359-9330

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

243 Caitlin St..
Missoula, Montana 59801
(406) 721-4452 :

37 Sherman St.
Deadwood, S.D. 57732
(605) 578- 1903 -

LAB. REPORT NODST: 3035 )4

6631. Wes Way
Anchorage, Ak. 99518
(907) 561-0909 .

cl/o Lerch Brothers

4th Ave. W. at Grant St.
Hibbing, Minn. 55746
(218) 262- 5003

136 Industrial Road
Whitehorse, Yukon Territory
Y1A 2V1

(403) 667-6523

~(702) 331-1813
Fax (604). 985:1071
Telex 04 352667

Geochemical (ppm, trace level) (]

Please analyze by AsSay (% ore grade) /DQ/ B

Comments -

o No. of Sample Numbers
/4 Typ‘e. ofnSamples Samples (Series) Elements to be Analyzed Remarks

C 1 IRV ey - L. <7 —~ g
(T /3 /C/ N7l /‘——'/5/{/
I - = T

S (268 363

T e PN

- oy D)

. \< -
Prepaid O

‘Total No. Samples Date Shipped C:)l?eaclt O

Date Rec'd at Bondar-Clegg //” ’? "///

PLEASE CHECK . BELOW

PULPS

Free storage until year end and then discarded unless
marked below.

No Parcels in Shipment

REJECTS
(COARSE OVERSIZE)

Free storage for -60 days and then discarded unless

marked below. Return immediately 0 Return collect immediately O
. ' 0o
Return collect after 60 days O Return collect at year er_ld .
Store to January at a cost of $10/box .
(approx. 1 cu. ft) 0O ) Results and Invoices To Be Sent To

(You will then be contacted)
0O Results

O Invoice
(for payment)

DL W

Samples submltted by J

O Re§ults‘

O invoice
~ (copy)

Shipment number

Client project number
' O Results

0 Invoice
(copy)

Purchase order number

White - Send with Samples Yellow - Client Copy

Printed in Canada




BONDAR-CLEGG

130 Pemberton Ave.
North- Vancouver B.C.
V7P 2R -
or
-P.O. Box 8059 ..
Blaine, WA. 98230

Phone (604) 985-0681

R

1A625 Spice Istand Dr.
Sparks, Nevada 89431
(702) 359-9330

243 Catlin St.
Missoula, Montana 59801
(406) 721-4452

12980 West Cedar Dr.
Lakewood, Colorado 80228

37 Sher
Deadwobd, S.D. 57732

an St.

L s TN NP"”WN\W"' ’“B"W"*‘F“‘WQ" & ﬂ‘“’“‘ Zeaus

SUBMITTAL FORM

LAB. REPORT NO. D?? 20355

clo Lerch Brothers 6631 :Wes_Way
4th Ave. W. at Grant St.  Anchorage, Ak. 99518
Hibbing, Minn. 55746 (907) 561-0909

(218) 262-5003

136 Industrial Road
Whitehorse, Yukon Territory

(303) 989-1404

(605) 578 1903

Yi1A 2VY

or (702) 331-1813
~ Fax  (604) 985-1071
Telex 04-352667

(403) 667 523) '
e ul

Please analyze by Geochemical (ppm, trace level) O

Assay (% ore grade) [J

Comments

No. of Sample Numbers
) Txge of Samples Samples/ ?Series) Elenﬁmts to be Analyzed Remarks
VO Y Z S e : i1/
NN 1 R Qg ~bi7 H
N Lo
i‘: “t/_é‘f"’) r’/ (':1 =2 \'_/
O =Ry
. Prepaid [
Total No. Samples Date Shipped /()/ /,/ég 2 Colf’ect 0

No. Parcels in Shipment Date Rec’d at Bondar- Clegc

PLEASE CHECK .- BELOW

PULPS

Free storage until year end and then discarded unless
marked below.

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless

marked below. R llect immediatel O
Return immediately O eturn collect : y
; Return collect at year end O

e Return collect after 60 days O

Store to January at a cost of $10/box
(approx. 1 cu. ft) O

A
% QuA P~ al

Results and Invoices To Be Sent To

(You will then be contacted)
O Results

O Invoice
(for payment)

/[ f i \v‘/”\/ V\

Samples submitted by

O Results

O Invoice
(copy)

Shipment number

Client project number

O Results

O Invoice
(copy)

Purchase order number

White - Send with Samples Yellow - Client Copy

Printed in Canada




"TITLE ©7-11-89 12:01:43 D89-32360
"CLIENT BROHM MINING CORP.
“PROJECT R89-617 #SAMPLES:
"SPECIAL VALUES"

v IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are
" Values below the lower limit are
"DETERMINATIONS"

v ELNAME METHO ECO UNI #SAM LOLMT UPLIMT

" 61 Au Fa QPT 8 ©0.002 99.999
"SAMPLE PREPS"

" 40 SAMPLE TYPE=D DRILL CORE

" 41 P17= 8 Assay Prep

" 42 P64= 145 Excessive Wetness
"REMARKS" '

“ 5@ Final results are reported.
Kk % % % 1t

.4 3. BARRON 26/10/89"

8 REFERENCE: 720760

shown as
shown as

"FORMAT (AB8,1X,A1,A1,1X,A20,1(1X,A7,A1))"
"BEGIN " “"Type" "Frac'" "Sample ID"
"23600002" "D" "2" "R89-617-720~725 "
"23600003" "D "2'" "RB89-617-725-730 "
"z23600004" “D" "2" "RB89-617-730-~735 "
"23600005" "D" "2" "R89-617-~735-740 "
"236000066" D" "2" "R89~617-740-~745 "
"23600007" "D" "2" "RB9-617-745-750 "
"23600008'" "0O" "2'" "R89-617-750-755 "
"23600009'" "“p" "2" "R89-617~-755~760 "
“"END" —_—

T o

+uplimt"
-~lolmt (ie not detected)"

COMMENTS"
Results Reported "

AL
.003
.205
.02
.005
.004
.009
.004
.002

SO s S0 e



o Fos?— Loes?™ seclions O/;»,/\:

e ——————

R G- 617(4-1) 4333 44 256849  SESLA 26070 py48n ->0°

E7ecativi

: /U”W\”“'/Q Ens /7;'7 DI H TV Geg/n  1Enal
7722,4 ~ F2375 256685 2568, ! ©-179,¢ 1188 SCS,2 ~ S483.9
77375 - %)‘;;(5 25628,/ - AS5rc. /99 <-286.2(3082) 19438 C482.9 -S288S
F74 25 - %7%75 ASSE)S./~ 28525,/ 2 86.2-$52.9(2067) /7928 S80S - S0

77%75 -  £75/5.9 ACSRS. /T 2549897 592.9-760(16%1) e So%.3 - 4937.2




"23530047"
"23530048"
123530049"
"23530050"
"23530051"
"23530052"
"23530053"
"23530055"
"23530056"
"23530057"
‘23530058"
23530059"
23530060"
235300617
'v38300062"
123530063 "
"23530064"
"23530065"
"23530066"
23530067
1235308068"
"23530069"
‘23530070
TE3530071"
te3530072°"
TPI530073"
235300747
‘23530075
CENDM

g
g
wpe
np
Ny RL
ny
apo
vy
npY
o
npw
wpn
npn
Hpy
wp
npn
npn
npn
o
W
“D.“
npyo
npgn
iy
e
g
o
o

" 2||
|I2II
i 2II
|I2II
lI2II
ll2ll
t 2 "
II2|I
lI2|I
ll2ll
ll2ll
ll2ll
112|l
HZII
|I2Il
II2H
ll2ll
n 2“
ll2|l
l|2ll
" 2II
ll2ll
n ? 1
|I2II

”2”
o
<n
1" ? i
n?n

"RB9-617~-220~-225
"RBY~617~-225-239
"R89-617~230-235
"R89-617-235-240
"R89-617~-240~245
"R8G-617-245-250
"RB9~-617-250~255
"R89-617~-255-260
"RBA-617-260-265
"RB9-617-265-270
"RB89~-617-270-275
"R89-617-275~-280
"R89-617-280-285
"R89-617-285-290
"RB89-617-290-295
"RB89—-617-295-300
"R88~617-300-305
"R89-617-~305-310
"R88-617-310~-315
“R89-617-315~320
“RB89-617~-320-325
"R89-617-325-33@
"R89-617-330~-335
"RB9-~617-335-340
"R89-617-340~-345
"R88~-617~-345~-359
"RBO-617-350-355
"R89-617-~-355~360

S S S S 5 90 SO S OSSO 9SS eSS S

.093
.@27®
.008
.004
L0309
.002
.04z
.029
.093
.083
.44
.055
.049
.039
L0172
.145
.039
L0155
.023
L0109
L0272
.023
.01e
.18
.006
.004
.058
L00?

190 -=230
& 040

/SO €



P Ll LW T L ATTUD WO A e WA WO DTV AW e o .

"CLIENT BROHM MINING CORP.
"PROJECT R89-617 H#SAMPLES
“SPECIAL YALUES"

" IS Insufficient Sample”

" -9 No Value Recorded"

“ Values above the upper limit are shown as
" Values below the lower 1limit are shown as
‘DETERMINATIONS"

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT

1 Au A oPT 72 0.9002 99.999
SAMPLE PREPSY

49 SAMPLE TYPE=D DRILL CORE

41 P17= 72 Assay Prep

42 pP23= 1 Sample Pickup

REMARKS"
" esults are reported.
e % K K

"FORMAT (A8,1X,AL,AL1,1X,A20,1(LX,A7,A1}))"

"BEGIN " "Type" "Frac" "Sample ID" "
"23530001" D" "2" "REY-617-0-5 "
"23530002" "D "2" "R8Y9-617-5-10 "
"235300@03" "D" "2" "RBY-617-10-15 "
"23539005" DY v2" "RB9-617-15-20 "
"23530006" "D 2" "RE9-617-20-25 "
"23530007" D" 2" "R89-617-25-30 "
"Z23530008" "D o N2M "R8Y-617-30-35 "
23539008 "t vt MRB9-617~535-49 "
"235%30@910" "0 U2V "R39-617--40-45 "
"R23539021" "Dt 2y YREBY-6G1LT-U45-50 "
"2353e01z" "D "2" "RB89-617-56-55 "
"23530013" "D" "z'" "RB9-H17-55-60 !
"2353@014" 0" 2" U"RBI-617-60-65 "
"Z3530015" DY U2t YRBI-6LT-65-70 "
T23530016" DM 2" YRRBRO-61L7-7H-75 "
"23530007 DY 02" YRBI-61L7-F5-80 A
t2353e018" "pnove2Y "RB9-617-80-85 "
"23539019" oY "2t "RBY9--617-85-90 v
"23530620" t0O" "ZY "RB89-617-96-95 "
"23530921" "D "2 "R89-617-95-100 "
"2353@e22" O Y2" "RB9-617-100-105 "
1238390230 "ot o2 YR89-61L7-105-110 "
"23538024" 0" 2" "RB9~-617-1160-115 "
tZ35830025" "D t2t "RE8-517-115-120 "
"z2353eeze" D" MZ" "RBS-617-1206-125 "
23530027 "D o"2" "RB9-617-125-130 "
"23530028" DY "2 "RBY-617-130-135 "
"2353@030" D" "2" "RB89~617-135-140 "
"23530031" DY o2t "REB9-617-140-145 a
"23536932" "D "2t Y"RB89~-617-145-150 "
123530033 "pto M2 "RB9-617~-150-155 "
"23530034" D" mZt "RB9-617-155-160 Y
"23530035 "p" "2Y “R89-617-160~-165 "
"23530036 "Dt "2 YR39-617-1065-170 !
"23530037" "D 2" YRBY-617-170-175 "
"23530938'" "0t U2t "R3G-E61L7-LT5-180 "
"2353@@39" "p" vzt "RB89-617-180-185 "
"2353e040" "o "2 "RB9-617-185-190 "
"2353@6@A41" DY oMzt "REYS-H17-190-195 "
"23538042" D" 2" "RBY-617-195-200 !
"23530043" DY 2" "RB9-617-200-205 "
23530044 "D M2" V"RBY-517-205-210 "
"23530B045" MO "2 YRBY~-617~210-215 "
"23530046" "MD" M2Y "RB9-61LT7-215-220 "

i

SV SISO EIIEe D

72 REFERENCE:

(N SN AL |

-360
+uplimt"
~lolmt (ie
COMMENTS™

Results

Reporte

Au“

.012
.00z
.003
.002
Le02
L0092
. 005

[ SRR

=

RIS S BN

o

ho4

L0006
007
.002
.03
.0es5
.062
131}

.036!

.44z
.12¢
%.035
.019
.037

s

051
.132
.021

546,

[ R N SR

d

®16 o

014

L0085
.006

.

002

.002
.016

.023

.009
L0866
.013

L0995
L BEQ
P
.23
006
L045
L0333V

040

not detected)"



